Intertek

Total Quality. Assured.

Test Report Number: GZHHO00370638
Applicant: BAREBONES SYSTEMS,LLC. Date: Jul 16, 2020

1215 EAST WILMINGTON AVENUE -STE.
140 SALT LAKE CITY UT 84106

Attn: BECK YU

Sample Description:
One (1) piece of submitted sample said to be :

Iltem Name . Enamel Salad Plate Set
Item No. . CKW-374
Date Sample Received :Jul 02, 2020

Testing Period :Jul 02, 2020 to Jul 08, 2020
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Tests conducted:
As requested by the applicant, refer to attached page(s) for details.
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Conclusion:
Tested Samples Test Item Result
Tested components of Applicant’s requirement for heavy metal content Pass
submitted sample(s) based on California Proposition 65
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Authorized by:
For Intertek Testing Services Shenzhen Ltd.
Guangzhou Branch, Hardlines

Victor T.J)/Vang
Assistant General Manager
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Tests Conducted

1 Lead (Pb) Content (CA 65 Requirement)

With reference to NIOSH 9100.

Result .
El T tc?scu ) { Reporting || jmjt
ement ested Lomponen Limit (ug)
1) (ug)
Lead (Pb) ND 0.7 1
Cadmium (Cd) Content (CA 65 Requirement)
With reference to NIOSH 9100.
Result .
El T tc?scu ) { Reporting || jmjt
ement ested Lomponen Limit (ug)
1) (ug)
Cadmium (Cd) ND 0.7 1

ppm = parts per million = mg/kg
Mg = microgramme
ND = Not detected

Tested Component(s): (1) Grey enamel plate.

End of report

The statements of conformity reported have considered the decision rule agreed, namely that Intertek have taken account of measurement uncertainty as
calculated by Intertek, and applied according to ILAC-G8/09:2019 (Non-binary acceptance based on guard band w = U) except designation from the customer,
regulation or test specification.

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only
accepts liability to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the
Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute
or otherwise, except in the event of our gross negligence or wilful misconduct. This report shall not be reproduced unless with prior written approval from Intertek
Testing Services Shenzhen Limited, Guangzhou Branch.
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